
２．Experiment

The molecular structure of BiMe2(Me2NCH2－

500s spectrometer. Mass spectra

were determined on mass spectrometry (MS) using an





Fig.3 shows the TG curves and the DSC curves as a

function of temperature. The exothermic peaks indicate

the decomposition temperatures of the precursors. The

result shows that the starting temperature of

decomposition of BiMe2(Me2NCH2Ph) is 230℃ and
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